
1 Location lnformatian Required for d appthzauhns.

2 Llconsed Concrete Testing Llb Information Rsquilud for dl applicatkms.

3 Licensed Concrete Testing Laboratory's ldentifleatlon of Responsibilities Requvesdpnarra/=*¢ mn.

...

.....

................

..........

Qbux I f"\ <,§'l\:~

TR2: Technical Report
Concrete Sampling and Testing

Must be typsvwiuen.
DEPT BLDGS Job No. 123467008

Illlllllllllllllllllllllllllllllllllll11llllllIHnIII
Scan Code ESHS4778083

WMIWHHMIIIHIIWWMMMIWWM
Sheet number 1

House No(s) 20 Sires! Name Broad Street

Borough Manhattan a m  2 3 Las 50

Work on F\oor(s) SC2,SUB,CEL,ROF 01 THRU 30

BIN 1000816 CB No. 101

Apt/Condo No(s)

Director First Name JamesDlredor Las: ram Patterson

Business NameL.M.C Maiefial Testing LLC

Business Addrass22B East Merrick Road

city Valley Stream StateNY

E~M8N

Director's up. Number092183

zip11580

Director midab Initial

Business Telephone (516)599-5900

Business Fax (516)599-1587

Mob Me Telephone `

+19 p.s.[I RA. Conoiete Testing Lab up. Number ODOOQQ

Check all that .pply below:

lcerlily that I am the diieclar d the licensed conuete testing laboratory sampling responsibility for conducting the testing in accordance with BC
1905.6 and BC 1704.1. further certify that I have read the applicable sections d the New York Gay Construction Codes in connection with the
resting d cawele and lcenaed conaete testing laboratories be well as 1 RCNY §5-D2 and 1 RCNY 5101-07(c)(6) . which spedlies the quditi-
carlions and duties required of a licensed concrete testing laboratory and that :has licensed testing laboratory meets those qualitica-
Nons for the work which l take responsibility. I agree that both l and the licensed concrete testing laboratory will comply with all
provisions of the New York city Construction Codes as well as 1 RCNY 55-o2 and 1 Rcnv §1014>1(¢)(s). | am aware of the auuainnal
undone inpoeed on hlae 1111119* W528-211.12 of the Administrative Code.

Change of Applicant: I am a newly designated individual responsible for the testing specified herein and l hereby state that:

Nous mm mu npefllomad to date bythe previwsny desagnnma munnuual.

D Sane 01 the indiclieil' enherformed by the plwiously designated individual, as lndicaked in the eitaehed repos.

9_4

Name print)

James Pat!Qrson_
Signature ".

-r
l .1.

f z.
4-

U r

1
1

1*

.. J I y ._J

I. \9 "4» 4. f .J »"

P.E. I RA. Seal (SUM seaT, fh!rf§ibn and dpi# over seat

Dane

03-23-17

E

n

i

12/14



4 Design Applicant's Statement and Signature P.EJR.A. Required prior toPermit.

...............

...........

....

TR2

I certify that the licensee
location specified

Marne (4842 P

Brad Kieferz

Signature

pE] (=\'SS al 'fawwuvv saw, .men -na# aaéd daze over seal)

§

079953

T

laboratory specified in section 2 above and engaged by the owner to perform jests on the work at the
be. (BC 1704.1)

;

Date

44944

Sheelnumber 2

I 5 [Building Owner's Statement and Signature Required prior to Permit

I certify that I have employed the licensed concrete testing laboratory specified in section 2 above in accordance with BC 1704,1. Falsification of
any statement is a misdemeanor and is punishable by a fine or imprisonment, or both. It is unlawful to give to a city employee, or tor a city
employee to a pt, any benefit. monetary or othewvise, either as a gratuity for property performing the job or in exchange .for special
oonsidenltion. *iolation is punishable by a fine or imprisonment, or both. l understand that if I am found after hearing to have knowingly or
negligent may a her statement or to have knowingly or negligent falsified or slowed to be falsified any cenilicane, form, signed statement,
application, re or oertilication M the conectgn of a violation required under the provisions of this code or of a rule of any agency. l may be
barred from ilindfunher applications or d nt with the Department.

name (print) Na 'han Berm

Signature

in Owner

Date 9 so l

STOP HERE PRIOR TO PERMIT

12/14



6 Test Report Requted prior to Sign~of1i Use supplemental pages as needed. Attach Original Lab Test Reponts

Sampling:

Test Report

Number

Date of

Placement

Cylinder I.D. Slump Air Content Temperature Weight Placement

Location

Total

Placement

Breaking

Stren h

in % F (bs/f t' vol' PSI

1 10/28/2017 17-74150 7.5 70 118.2 3fl(car 10,2, 26 6821

17-74151 3),4fl(7,2,4) 6073

17-74152 5fl(10),11fl 6869

MEP,22fl SW9

strs,21fl sw

sir B,1LL,2LL

2 10/28/2017 17-74155 70 II II 26 5609

OT 17-74156 $749

3 10/28/2017 17-74157 80 II II 26 6915

OT 17-74158 6848

4 10/28/2017 17-74159 70 III!
26 6134

OT 17-74160 6143

s 11/4/2017 17-76392 9 63 116 3fl mtl tick 110 5226

17-76393 inf  at GLF,A 4809

17-76394 alng GL 1&5 5379

GL8,7.1 alng

G L A&C. 5

6 11/4/2017 17-76398 9 68 115 3fl mtl tick 110 6796

17-76399 inf at GL F,A 7337

17-76400 alng GL 1&5 6414

GL8,7.1 alng

GLA&C.5

--.._

"\
/ in.

TR2
Sheet number 3 of 15 Sheets

Specified Concrete Str. (f' c): 4000 PSI FERRARA BROS Required Test Age (days): 28 DAYS

r
p \Licensed Concret DirEcm6i Nir1iél¢l*,pQiht) a

lAMes pAr7Epso ` \
Signature \ to'u

M 1,

L _A
) Date

4

J

08/14/18UJ.

/
/

l I

/;
. \,

P.E./R.A. Seal (apply so

/ ' ~;

date over seal)

8

l

12/14



Use supplemental pages as needed. Attach Original Lab Test Reports6 | Test Re port Requi/ed pnnr to sfgworz

Sampling:

Test Report

Number

Date of

Placement

Cylinder l.D. Slump Air Content Temperature Weight Placement

Location

Tota I

Placement

Breaking

Stren h

in % F \bs/ft* yd' PSI

7 11/4/2017 17-76404 g 68 114.6 3fl mtl tick 110 7688

17-76405 inf at GL F,A 4198

17-76406 alng GL 1&5 4352

GL8,7.1 alng

GLA&C.5

8 11/11/2017 17-77808 7.5 53 114 22,23fl ml 21 4688

17-77809 tick slb infll 4505

17-77810 alng coI.lne 4956

I btw 4-5.18-

12fl sir B,

mchnd pad

11fl,cllr mtl

tick slb infll

btw col.lne

5&6 on Ine F

9 11/11/2017 17-77813 50 ii n 21 4944

OT 17-77814 4882

10 11/11/2017 17-77815 53 \| II 21 5670

OT 17-77816 5994

11 11/11/2017 17-77817 53 It II
21 5547

OT 17-77818 5586

12 11/16/2017 17-79355 8 6 $9 112.1 12-166 sir,slb 24 5616

17-79356 infll 20-23fl 5788

17-79357 TflEIwreL,;3_b 5909
I/

/' .. *
IIrM - l.¢

"q, 1

I
|

.as ,»- .w*

_olr¢¢fmn:lhe

s 1. <4 .

\\
~,,._ \/ I ,»` ~`\lpleMhwt) l3

*. ¥z'~.

TR2
Sheet number 4 of 15 Sheets

Specified Concrete Str, (f' ¢)° 4000 PSI FERRARA BROS Required Test Age (days): 28 DAYS

Licensed Concrete

JAMES PATTE

Signature IL | 3 f\'A
Date(

I
I

I

\

08/14/18..

P.E./R.A. Seal (apply seal

Ww w

H date over seal)

`- . 31;

; ,of
/

v

l

12/14



6 Test Report Required prior to Sign-di Use supplemental pages as needed. AM sch Ordinal Lab Test Reports

Sampling:

Test Report

Number

Date of

Placement

Cylinder l.D. Slump Air Content Temperature Weight Placement

Location

Total

placement

Breaking

Stren h

in % F lbs/ft' vol' PSI

13 11/16/2017 17-79360 59 91 | 24 5305

OT 17-79361 5217

14 11/16/2017 17-79362 60 II II
24 6279

OT 17-79363 6146

15 11/16/2017 17-79364 60 11 II 24 5185

OT 17-79365 5461

16 12/5/2017 17-82980 9 5.5 71 115.8 Dck slb inflI 24 5299

17-82981 24-25fl,CL'S 5019

17-82982 5-7,l-F 5313

17 12/5/2017 17-82985 71 II II
24 5693

OT 17-82986 5290

18 12/5/2017 17~82987 73 II II 24 4789

OT 17-82988 4803

19 12/5/2017 17-82989 76 II II 24 4329

OT 17-82990 4464

20 12/7/2017 17-82960 8 5.8 61 115.4 NW crnr 8- 24 5095

17-82961 9fl slb inf, 5227

17-82962 5-6fl sir B, 5107

26fl slb inf

21 12/7/2017 17-82965 61 II II 24 5037

OT 17-82966 5017

22 12/1/2017 17-82967 60 II II
24 5281

OT 17-82968 4928

23 12/7/2017 17-82969 61 -_/f' "- II
~. \ 24 5988

OT 17-82970 /I
~._v~ __ *-»_

'm
\ \ 5805

4
r

i I

4"-"l
l

iof J

-  Ii

ignature

08/14/18

41 ./ Date

1-.

\̀
8

I

l

Il
1I/

TR2
Sheet number 5 of 15 Sheets

Specified Concrete Str. (f'c): 4000 PSI FERRARA BROS Required Test Age (days): 28 DAYS

Licensed Concrete l

JAMES PATVEH

e¢¢¢¢f'§ ¢ple33rpfin:)r{
K

` \.
s

\l\ I
r
* x

4

i /

M
P.E./R.A. Seal (apply so b e over seal)

l

12/14



6 Test Report Requlwed prior to Sign-oft Use supplemental pages as needed Attach Owhinal Lab Test Reports

Sampling:

Test Report

Number

Date of

Placement

Cylinder l.D. Slump Air Content Temperature Weight Placement

.Location
Total
Placement

Breaking
Stren h

in % F lbs/ft' yd' PSI

24 12/16/2017 17-84899 8 6.5 62 112.2 3fl mtl tick 150 3633

17-84900 cone sib,col. 5461

17-84901 lne F-J/1-5,4fl 3757

mtl tick cone

slb,co|JneA-

G/1-5,2fl sir

B lndng,col

Ine E-F/5-6

25 12/16/2017 17-84916 62 II II
150 3406

OT 17-84917 3392
26 12/16/2017 17~84919 62 !l II

150 5864
OT 17-84920 5722

27 12/16/2017 17-84922 62 II 11 150 5711

OT 17-84923 5630

28 12/16/2017 17-84905 8 6 60 112.4 3fI mtl tick 150 3985

17-84906 cone sib,col. 4158

17-84907 in F-.I/1-5,4R 4063

mtl tick cone

slb,co|.lneA-

G/1-5,2fl sir

B lndng,col

ine E~F/5-6

29 12/16/2017 17-84925 60 II II
150 5290

OT 17-84926 5767
4

rJ *m

5-=:----.u

4 .f \

Specified Concrete Str. (f' c):

TR2

4000 PSI FERRARA BROS

Licensed Concrete

_16mEs PA
Signature

P.E./R.A. Seal (apply se

I' \ J ..--""' """'--C: f
bW FNam 5 (p iiqéppifr) 1

Required Test Age (days):

i f E

wusaiioverseal)

Sheet number

28 DAYS

6

l
)

of

08/14/18

15 Sheets

Date
l

12/14



6 Test Report Required prior to Sign-oft Use supplemental pages as needed. Attach Original Lab Test Reports

Sampling:

Test Report

Number

Date of

Placement

Cylinder LD. Slump Air Content Temperature Weight Placement

Location
Total

Placement
Breaking

Stren h
in % F lbs/f t ' vol' PSI

30 12/16/2017 17-84925 60 II l\
150 3960

OT 17-84926 4216

31 12/16/2017 17-84931 60 II II
150 5439

OT 17-84932 5677

32 12/16/2017 17-84934 60 II II
150 5744

OT 17-84935 5361

33 12/16/2017 17-84937 60 II II 150 5429

OT 17-84938 5393

34 12/16/2017 17-84911 8 6 60 112.4 3fl mtl tick 150 3888

17-84912 cone sib,col. 4267

17-84913 lne F-J/1-5,4f1 4161

mtl tick cone

sib,co|.|neA-

G/1-5,2fl sir

B lndng,coI

lne E-F/5-6

35 12/16/2017 17-84940 60 I II 150 5547

OT 17-84941 5921

36 12/16/2017 17-84943 60 II II 150 4317

OT 17-84944 4240

37 12/16/2017 17-84946 60 II n 150 5650

OT 17-84947 6011

38 12/16/2017 17-84949 60 n 11 150 6231

OT 17-84950 6082

/r * in.
,H

v
n.

\e (please imprint)

Iin.l
1 \ \,_,.

.

ignature

/ Date
A

08/14/18

I Il 1

1 I
j I

1 1

f

TR2 Sheetnumber 7 of 15 Sheets

J
Specified Concrete Str. (f' c): 4000 PSI FERRARA BROS Required Test Age (days)' 28 DAYS

Licensed Concrete l/bWr,e'cior

JAMES PA11EI8>VL\r In
s

f
, . r r

l )I . .of /
: ` ; l *or /

m=-_ l /. - H //
\ ,' 141 .,m /'

` - 8 * m a » 44 ,.

P.E./R.A. Seal (apply sea éw31§F3 date over seal)

- ../°
_,¢v"

*

12/14



6 Test Report Requfraul pwhr to Sign-0M Use supplemental pages as needed. Attach Original Lab Test Reports

Sampling:

Test Report

Number

Date of

Placement

Cylinder l.D. Slump Air Content Temperature Weight Placement

Location

Total

Placement

Breaking

Stren h

in % F lb$/ft3 vol' PSI

39 12/16/2017 17-84952 61 II II 150 6058

OT 17-84953 $305

40 12/21/2011 17-86504 9 6.3 56 114.8 2&27fl 14 5781

17-86505 slb infills 5235

17-86506 5378

41 12/21/2017 17-86509 56 II II 14 5710

OT 17-86510 6632

42 12/21/2017 17-86512 54 I I 14 5500

OT 17-86513 5688

43 1/8/2018 18-593 8 5 50 11s 10,11fl mtl 14 4247

18-594 tick,nW crnr 4328

18-595 btw col.lne 4018

3-4/.I-H,1fl

sir Indng,str

B btw col.

lne 5~6/F-£

44 1/8/2018 18-598 50 11 14 3928

OT 18-599 3952

45 1/8/2018 18-600 51 II l\ 14 4662

OT 18-601 4547

46 1/20/2018 18-3471 8.25 5.5 55 112.7 Slb infll 7, 24 5142

18-3472 12,13,14, 4981

18-3473 15,17fl 5293

47 1/20/2018 18-3476 54 n 11 24 5473

OT 18-3477
*-,r*"",m/f » 5393

Date
, -

08/14/18

i
4

3 I
/

\

M

TR2
Sheet number 8 of 15 Sheets

Specified ConcreteStr. (f' c): 4000 PSI FERRARA BROS Required Test Age (days): 28 DAYS

r
F

I
a*

4 1I*
v . J

/
I

f»I` -1»

Licensed Concret

JAMES PATYEI
Signature r

P,E./R.A. Seal (apply sea/

f3ira6tar Nal please print)

7 ate over sea"

12/14



Use supplemental pages as needed. Attach Ordinal Lab Test Reports6 | Test Report Reqwuu pear m Sign-oft

Sampling:

Test Report

Number

Date of

Placement
Cylinder l.D. Slump Air Content Temperature Weight Placement

Location
Total
Placement

Breaking

5tren h
in % F lbs/ft' yd' PSI

48 1/20/2018 18-3479 53 II II 24 5492

OT 18-3480 5316

49 1/20/2018 18-3482 54 II II
24 5945

OT 18-3483 6189

50 2/10/2018 18-8194 8.5 5.9 63 112 l f l raise 30 6072

18-8195 slab 6179

18-B196 6534

$1 2/10/2018 18-8199 71 II 11
30 3455

OT 18-8200 3476

52 2/17/2018 18-9588 8.5 5.5 68 113.7 3fl mtl tick 33 5585

18-9589 infll,2fl mtl 5874

18-9590 tick infll,1SfI 5878

mt! tick infll

53 2/17/2018 18-9593 71 II II 33 3609

OT 18-9594 3632

54 2/17/2018 18-9596 69 \l II 33 3879

OT 18-9597 3768

55 2/24/2018 18-11221 8_5 6.3 70 111.4 Blkhd raf slb 70 5714

18-11222 30fl raised 5595

18-11223 plfrm slb,30, 5641

29fl infll slb

56 2/24/2018 18-11232 68 I II 70 5640

OT 18-11233 5598

57 2/24/2018 18-11235 64 n II 70 4031

OT 18-11236 / / ..,..~-.-'"
N

3671

TR2
Sheet number g of 15 Sheets

Specified Concrete Str. (f' c): 4000 PSI FERRARA BROS Required Test Age (days): 28 DAYS

\

Qlrgcfqr Nqml (Please Print)
'v

Licensed Concrete

JAMES PAT14
Signature Date

08/14/18

P.E./R.A. Seal (apply sea H date overseal)

I a
I

.- 4* v*

J/
/

12/14



6 Test Report Required prior to Sign-oft Use supplemental pages as needed Attach Original Lab Test Reports

Sampling:

Test Report

Number

Date of

Placement

Cylinder l.D. Slump Air Content Temperature Weight Placement

Location

Total

Placement

Breaking

Stren h
in % F lbs/ft' vol' PSI

58 2/24/2018 18-11238 69 I! II
70 5333

OT 18-11239 5663

59 2/24/2018 18-11241 70 I
70 5528

OT 18-11242 5780

60 2/24/2018 18-11227 8.75 5.5 60 113.5 Blkhd rof slb 70 6371

18-11228 30fl raised 6037

18-11229 plfrm slb,30, 6270

29fl infll slb

61 2/24/2018 18-11244 58 II It
70 6147

OT 18-11245 6222

62 2/24/2018 18-11247 62 I II 70 5408

OT 18-11248 5786

63 2/26/2018 18-11251 8.25 5.5 65 112.6 Cllr,1fl slb inf 30 4663

18-11252 and p£15,1fl 4866

18-11253 slb inf alng 4842

\ne I&H btw

lne 7.1-8,

zeal slb intl

alng ine l&H

btw 6.1-8.

64 2/26/2018 18-11256 67 II II
30 4280

OT 18-11257 4399

65 2/26/2018 18-11259 68 | II 30 3954

OT 18-11260
*_

4012

/
_*-.-.h

'H

Specified Concrete Str. (f' ci' 4000

TR2

PSI FERRARA BROS

Licensed ConcreteLab ¢i'g§:tQrNorrie *>leésepr3ht)

JAMES PA1'l'ERS T' .
Signature

\

Required Test Age (days):

Sheet number

al;

n

II' . ,

"4

28 DAYS

1

H

10 of

08/14/18

15 Sheets

Date

P.E./R.A. Seal (apply seaL t tléte over seal)

12/14



6 Test Report Reqluied pnbr to Slyrrofl Use supplemental pages as needed. Attach Original Lab Tas! Reports

Sampling:

Test Report

Number

Date of

Placement

Cylinder LD. Slump Air Content Temperature Weight placement

Location

Total

Placement

Breaking

Stren h
in % F lbs/ft' vol' PSI

66 3/10/2018 18-13601 8.5 5.8 60 115.5 8,6,5,4,3fl 30 5432

18-13602 mtl tick, 5603

18-13603 NE cmer 5710

67 3/10/2018 18-13606 8.25 4.8 58 112.3 II *I 30 6310

OT 18-13607 6182

68 3/10/2018 18-13609 7.5 5.3 55 114.7 II l\
30 5993

OT 18-13610 5807

69 3/10/2018 18-13612 8.75 5.5 59 115.3 I II 30 6271

OT 18-13613 6411

70 3/17/2018 18-14793 8.75 6.3 56 133.6 8,9,10,11fl 30 4937

18-14794 NE crner 5572

18-14795 6~7/J-G,2LL 5693

71 3/17/2018 18-14798 8.5 6 55 114.1 II II 30 5797

OT 18-14799 5757

72 3/17/2018 18-14801 7.5 5.5 58 114.9 It II 30 5601

OT 18-14802 4805

73 3/17/2018 18-14804 7.75 5.8 60 114.5 II II 30 5263

OT 18-14805 5119

74 4/3/2018 18-18290 8.5 5.5 63 114.5 12-13fl 26 5765

18-18291 slab infll 6053

18-18292 6146

75 4/3/2018 18-18295 8 5 63 113.2 II II 26 5758

OT 18-18296 6076

76 4/3/2018 18-18298 8.5 5.3 62 13.8-' n 11

'm 26 4883

OT 18-18299 of . rv*-/ ./" '.
\ \ 5062

nature 1

1t"

.-1.i -é -, 1

'lil
II
/

l
\

JI1

Date

x

- 4 ' 08/14/18

x!
1'

la

TR2
Sheet number 11 of 15 Sheets

Specified Concrete Str. (f' cl: 4000 PSI FERRARA BROS Required Test Age (days)~ 28 DAYS

Licensed Concrete/b Direi§dr1

JAM Es PAWIRSON

é (please print) _

Sil

t : 4'
f 7'

- J

.t
¢' /

,g /

,I
/

x8

` /
~. , /

P.E./R.A.Seal (apply $3

,a

71d date over seal)

r

12/14



6 Use supplemental pages as needed. Attach Original' L8b Test ReportsTest Re port Requried prior toSign-all

Sampling:

Test Report

Number

Date of

Placement
Cylinder LD. Slump Air Content Temperature Weight Placement

Location
Total

Placement
Breaking

Stren h
in % F lbs/fr* vol' PSI

77 4/3/2018 18-18301 8 6 63 114.2 II II 26 5123

OT 18-18302 5317

78 4/7/2018 18-19411 8.5 5.3 59 113.4 Infll 16fl at 19 5339

18-19412 old sir B lctin 5804

18-19413 new sir B 5457

frm 27-30fl

79 4/7/2018 18-19416 8.75 5.8 57 113 II II 19 4870

OT 18~19417 5187

80 4/7/2018 18-19419 B.25 6 60 112.6 II al 19 4788

OT 18-19420 4881

81 4/7/2018 18-19422 8 6.3 60 112.4 II 11 19 5574

OT 18-19423 5204

82 4/28/2018 18-24088 8.5 5.8 72 113.7 29117 car slb 16 5972

18-24089 26fl W.sde 6228

18-24090 of new sir B 5893

1fl sib,NE

old sir B

83 4/28/2018 18-24093 8.25 5.3 73 114.1 II II
16 5798

OT 18-24094 5889

84 4/28/2018 18-24096 8 5.5 73 114 11 II
16 4962

OT 18-24097 4920

85 5/25/2018 18-30542 7.75 6 75 116 Old sir B tick 28 6033

18-30543 18-22fl,btw 6204

18-30544 5625
/

I

TR2
Sheet number 12 of 15 Sheets

Specified Concrete Str. (f' c): 4000 PSI FERRARA BROS Required Test Age (days): 28 DAYS

In

uec\»f'Hq" tvlézwkxrinti \Licensed Concret# La

JAMES PATYE F|,

Signature l.I "
r *

Date

08/14/18

P.E./R.A. Seal (apply bte over seal)

If

i.',' 9

2'

.x

f
J

12/14



6 Test Report Re¢7ul7ad prior to Sign-offl Use supplemental pages as needed. Attach OnmnaI Lab Tas! Reports

Sampling:

Test Report

Number

Date of

Placement
Cylinder l.D. Slump Air Content Temperature Weight Placement

Location
Total

Placement
Breaking

Stren h
in % F lbs/ft' vol' PSI

86 5/28/2018 18-30547 7.75 6 75 116 H II 28 5735

OT 18-30548 5521

87 5/28/2018 18-30550 8.5 5.8 78 115.2 \l 11 28 4835

OT 18-30551 4574

88 5/28/2018 18-30553 8.25 5.8 79 115.6 II II 28 4625

OT 18-30554 4464

89 6/4/2018 18-32692 8.25 5.8 72 115.9 Slb infll mtl 18 5827

18-32693 tick NE crnr 5200

18-32694 at 23,24,25fl 5757

90 6/4/2018 18-32697 8.7S 6.3 73 113.7 II II 18 5281

OT 18-32698 5985

91 6/4/2018 18-32700 8 6 75 114.4 II is 18 4660

OT 18-32701 4472

92 6/16/2018 18-34506 8.5 5.8 73 114.5 Mtl tick,old 17 5959

18-34507 sir B col.Ine 6064

18-34508 7-6/l-G 26, 6154

27,30fl

93 6/16/2018 18-34511 8.75 5.5 75 115.3 II II
17 4422

OT 18-34512 4294

94 6/16/2018 18-34514 7.5 6.3 80 112.9 I II
17 4325

OT 18-34515 4402

i..*1/ / ' ,.

TR2 Sheet number 13 of 15 Sheets

Specified Concrete Str. (f' c): 4000 PSI FERRARA BROS Required Test Age(days): 28 DAYS

'J , - » ~,» "s
\

u

Licensed Concret

JAMES PATW
Signature Date

5

birectorr .»;(plea¢pinr)\

3~
-Cr

1
08/14/18

J i' 5t'8
r'

&-f. l

P.E./R.A.Seal (apply seal

l

r ./
_ " * "" `- ,*

"` *\ jf /'
I .. `L»°"' /

n and date over seal)
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Use supplemental pages as needed. Attach Original Lab Test Repays6 |  T e s t Report Required prior to Sign-of7:

Sampling:

Test Report

Number

Date of

Placement

Cylinder l.D. Slump Air Content Temperature Weight Placement

Location

Total

Placement

Breaking

Stren h

in % F lbs/ft* vol' PSI

95 6/30/2018 18-36508 8.5 5.3 81 115.2 Inf slbon mtl 17 6263

18-36509 tick btw lne 6141

18-36510 G-1/6.1-7.1 6527

on 28,29,30fl

96 6/30/2018 18-36513 8.5 5.5 84 114.8 II II 17 6134

OT 18-36514 5854

97 6/30/2018 18-36516 8 5.8 85 113.2 II II 17 7209

OT 18-36517 7363

98 6/30/2018 18-36519 9 5.5 84 114.5 \ II 17 6393

OT 18-36520 6375

99 7/17/2018 18-39503 8.5 5.3 85 111.3 Sir B corridor 16 68180

18-39504 entrance,slb 4940

18-39505 inf] btw Ine 5091

E-F/7-B 1fl

dlr&sub clear

100 7/17/2018 18-39508 9 5 85 112.3 It II
16 3947

OT 18-39509 3484

101 7/17/2018 18-39511 8.5 5.3 88 110.6 I II
16 4823

OT 18-39512 4947

\
\
"'

Specified Concrete Str. (f' c): 4000

TR2

PSI FERRARA BROS

Licensed Concret

JAMES PATY4
signature

: "*1-"....»=.¢~
P.E./R.A.Seal (apply seal, then3'lgn'6nd date over seal)

Required Test Age (days):

iI'§ctbr N line duease prlqt)

Sheet number

r4 I |,. \
1 * 4

Ll

.ii
441

/

I

\

\\
i

28 DAYS

14 of 15 Sheets

08/14/18

Date
I
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8 Design Applicant's Statements and Signatures Required pnbr toSign-oft P.E./R.A. responsible for plans choose one and s/gn/seal

s Concrete Producer's Statement and Signature Required prior to Sign-oft Must be filled out by Owner of Production Facility.

30 IQ NRMCA/CIB Expiration Date (BC 1905.8.2) LE 2.

TR2
Sheet number 15 of 15 Sheets

I 7 [LicensedConcrete Testing Laboratory's Certification of Completion Required prior to Sigrront.

I certify that I have completed me testing specified herein and that the results reported in section 6 d this form are true and accmwate in
accordance with §28-406.3.2.

I am aware of me additional sanctions imposed on false filings by §28-211.1.2of me Administrative Code.

Withdrawal of Appllgaln~-'l'"arrrwidad[awing responsibility for conducting the tests Indicated herein and herewith submit the resuNs or sla-
lus of 1hewurk j~~-

r
1-

'l
r

-J
'  I

\

"J 1° 'Z

Name (please 3 lpn

JAMES et=°

I

som
r

Signature

...
., s

.f
Date

08/14/20186

P.E.fR.A. Seal (apP'l'y-s.§ date averseat

FF I certify I have reviewed
once with the appro

ed by the licensed concrete testing lab in section 6 above and found them to be in compli-

[I I oertiiy I have
once with the in
Note: design up,

est
stmcti

s sig
o

oaumenis
licensed concrete testing lab in section 6 above and found them to be in compli-

t as noted in the attached report (BC 1905.6).
be attached to thLs document

Name (plea
'WT.Wi?IlEl!!l.: C r '

\J IN Ra

"3  H0842Signature ~3-
11

1 -.kJ

\

P.E. I R.A. Seal (aApfy sb§l{'1'nensvgv1'§hd due over seal)

I certify that the test results reported in section 6 above were reported to me, and I further certify that the concrete delivered is in accordance
with the design mix(es) specified on the TR3 submitted for the work specified in section 1 above.

Title (DC. l ® p,Name (prim)' r /_¢ ,kg
Signature Dateq
Business Name FE r I¢4/Q
Business Addre-_ 12_O, 05 88 I S+ HV;
city F' I05by M"9 State }Q\l

2.o
Business Telephone '7 IN -q8q - 3689
BusinessFax:

Zip I I 369

U
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