DEPT OF BLDGS52 Job Number

m TR2: Technical Report

Buildings Concrete Sampling and Testing
Must be typewritten.

Sheet number 1

Scan Code

e Orent and affix BIS
job number |abel here

I 1 [Locab’on Information Required for all applications.

House Nofs) 113 Street Name Fingerboard Road

Borough Staten Island Block 2866 Lot 77 BIN 5175465

CB No.501

Work on Floor(s) Cel, 001-003

Apt/Condo No(s)

L]

Licensed Concrete Testing Lab Information Required for all applications.

Director Last Name Lemansky Director First Name Richard

Director Middle Initial H.

Business Name Richmond Testing Lab, Inc.

Business Telephone 718-317-2928

Business Address 135 Storer Avenue

Business Fax 718-948-3608

City Staten Island State NY Zip 10309 Mobile Telephone
E-Mail
 Director's Lic. Number 076313 X PE [ RA Concrete Testing Lab Lic. Number 17

3 | Licensed Concrete Testing Laboratory's Identification of Responsibilities Required prior to Permit.

Check all that apply below:

I certify that | am the director of the licensed concrete testing laboratory accepting responsibility for conducting the testing in accordance with BC
1905.6 and BC 1704.1, | further certify that | have read the applicable sections of the New York City Construction Codes in connection with the

resting of concrete and licensed concrete testing laboratories as well as 1 RCNY §5-02 and 1 RCNY §101-07(c)(8) ,

which specifies the qualifi-

cations and duties required of a licensed concrete testing laboratory and that this licensed testing laboratory meets those qualifica-
tions for the work which | take responsibility. | agree that both | and the licensed concrete testing laboratory will comply with all
provisions of the New York City Construction Codes as well as 1 RCNY §5-02 and 1 RCNY §101-07(c})(8). | am aware of the additional

sanctions imposed on false filings by §28-211.1.2 of the Administrative Code.

Change of Applicant: | am a newly designated individual responsible for the testing specified herein and | hereby state that:

O None of the tests mdxcatteciﬂatgtu

'-been performed to date by the previously designated individual.

O some of the tem m::hcated herelrr have‘heen perfarmed by the previously designated individual, as indicated in the attached report

Name (pieas ﬁmt} i {
Richard Ler ﬂn y P

Signature ‘\ N /R et s W
\ 4{ s S Y S 08-10-20
PE./RA. Seg) (ar?mgsga w;;»;bhhdafe over seal)

12114




TR2 Shest number 2+

4| Design Applicant’s Statemant and Signature FE/R.A. Required priot fo Permit

B carlify-thal theficensed concrate festing {aboratory specified In section 2 ahove and engaged by the owner to pedorm tests; on the work al the
lutation: spactied in section 1 zbove is. accepiahle. (BC 1704.7)

R

Nams {pleass

Dals:

. . o T
PE/RA. Sedl (apply Seadthan sigraie date over s2al)

-

l 5. I Buliding Owner's Stetement and Signature Required prior to Pemmit

1certify that | have employed the licensed concrete testing laboratory spadified in section 2 above in sccomdance with BC1704.1; Falsification of
any statemen is & misdemeancrand s punishable by 2 fine o7 imprisorment, er bath. It s trlawiul 4o give o 2 dify employze, orfor a city
employes 10 ateepl, any bensii, mongtary or otherwise, elther.as.a gratuity for propery perfoming the job.or in exchange .for special
considaration. Violaticn is .punishable.by a fine or imprisonmeant, or both, | urkisrstand that if | am Tound efter hearing to havs knowingly or
negligently' made a false statement or 1o have knowingly or negligently falsified or sllowed 1o be falsified-any certificate, form, signed statemeant,
-application, repon or cerification of the comestion of 2 vislation Tequired under the provisions: of this-code or of a rule of any agency.  may be.
barred-from {filing further applications or document with the Deparimant,

Name'(print) Alex Grinbarg Titte Member

,Signature,q_yguitémugf Date  7/26/24

STOP HERE PRIOR TO PERMIT




.I_R2 Sheeinumber 4 of 6 Shaers

6 ’ Test Report Reguired prior to Sign-off. Use supplemental pages as needed. Altach Onginal Lab Test Reports 7
Specified Concrete Str. (7 o) Pump Ps14000 Required Tesl Age (cays), 728,56
r Sampling: I
Test Report | Date of Cylinder LD, (S!umn IAjr Content i‘fernperamre Weignt ‘Plazgment [ Total !Breauing
Number Placemnant | Location Placemen{ | Strengtn
26day | sm21 | 5002C | - @m] - =% | - F]14T4wsm| Cony | " yr| 3983 Py
Continued | frompg3 | 50020 [ - | - | - 414 | ] 4052
56day | " | S002E | - | - - 1414 [ " " | 4154
" " | 5002F - | - - 1414 | " " | 4186
7 day 5112121 30004 800 | 68 78 1486 | S.Fnd 32 3885
. i 30008 - |- . 146.6 | btwn lines . 3975
28day | " 3000C . - 1465 | Al45-8+ . 4754
" 3 | 3000D | - P - | 1468 |int wal @ " 4580
56 day f 3000E | - - - | 1488 | SSlines " | 5204
! | 3000F - - . | 14858 B245 ’ 5366
7Tday | 5R1/21 5000A 8.00 5.4 86 | 1443 | Int Figs + B0 38823
. ‘ 50008 - - . | 1448 |eGB@sL| -~ 4002
28 day ® 5000C . ' : - | 1448 | btwn lines " 4789
e 5000D - |- - | 1443 |458/BH B 4855
55 day - 5000E - - | - ] 1448 [7e9AcG " 5339
" " 5000F - - | - | 1448 JsgaAB~+ " | 5272
7 day " 5001A 9.00 47 | 85 148.3 |ind wall @ ’ 3430
" " | 50018 - - - | 1483 | B3 B " 3499
28 day " 5001C - - 148.3 | B/8+GB : 3983
? " 5001D % - | - 148.3 | @F/3.5-3 " 4158
56 day " 5001E - - |- 148.3 " " | 4347
: ' 5001F . - = 148.3 " " 4358
7 day 5/27121 4000A 8.75 5.3 80 1486 | Fnd walls 38 4433
. ‘ 40008 - - - 1456 | NS@ " 4317
28day | 4000C - - - WWS ' 5213
’ ' 4000D - . - A .145,% i lgzﬁ(g L " | 5207

Date
12-16-21

PE /RA Seal (apply seal | them sigmshd cate over seal)




Shestrumber 5 of © Sheass
TR2

6 | Test Report Reguired prior to Sign-oft. Use supplemental pages as needed. Attach Onginal Lab Test Renonts

Specified Concrate Str. (7 o) Pump Ps14000 Required Test Age (cays): /.28,58
[Samnlingi |
Test Repont | Date of Cyiinger |.0. | Siump }Air Content | Temperature [Wergn'w. PIa:srnarr; | Tptai Sreaking
Number Placemen | | Location ‘ Placemant | Strength
58 day SE7/21 | 4000E | - i - % - F|1468 wsmz| Cont' | "  ye| 5420 pg
Continued | frompg4 | 4000F " - |- | 188 [ " " 5365
7 day N 40004 .00 | 7.0 | 68 | 1387 : Siabon | 75 2902
" ‘ 40008 - - 1337 | grade @ : 2881
28 day ! | 4000C . | - - 1387 | Collines g 3314
- " | 4000D - - - 139.7 | B-C/1-8 " | 3350
58 day " 4000E - - - 138.7 | : 5 3512
" " 4000F - - - 139.7 ! ! 3458
7 day " 4001A 8.50 7.2 T2 136.2 " ! 3394
" " 40018 - - - 138.2 ,‘ ! £ 3268
28 day " 4001C - - - | 1382 ! { ! 3884
| " 4001D . - - | 1362 f * 3560
56 day | " 4001E z - . | 138.2 ; % 4077
" ! " £001F - - - 136.2 | " f " | 4007
| | |
|
| |
I

Date
12-18-21

P.E./R.A Seal (apply se;i:?ﬁerrsign’a‘ﬁﬁéate over seal)




Sheetnumber § of 6 Sheets
TR2

7 I Licensed Concrete Testing Laboratory’s Certification of Completion Reguired prior to Sign-off..

| certify that | have completed the testing specified herein and that the results reported in section § of this form are true and accurate in
accordance with §28-406.3.2.

| am aware of the additional sanctions imposed on faise filings by §28-211.1.2 of the Adminisirative Code.

[:l Withdrawal of Applicant- I"anrwuhdramng responsibility for conducting the tests indicatec herein and herewlin submit the resulis or sta-
tus of the watk penurmed e aela.

Richard Leriansky,

Name (pleas*é pnnt)
Plk

Signature Date

12-16-21

PE./IRA 3éai {appf}e.seéi‘msn Slor _,3#6’ date over seal)

e g !

8 | Design Applicant’s Statements and Signatures Reguired prior to Sign-off. P.E./R.A. responsible for pians, choose one and sign/seal. l

Name {piease ]
Igor Zaslavsi

Date

P.E./R.A. Seal (apply seaT “rhen -Sign’ and da!e over seal)

9 | Concrete Producer's Statement and Signature Required prior to Sign-off. Must be filied out by Owner of Production Facility.

| certify that the test results reported in section & above were reporied to me, and | further certify that the concrete delivered is in accordance
with the design mix(es) specified on the TR3 submitted for the work specified in section 1 above.

Name (print) (\f\\\_\ % Ay Title Q\{ s\\ t w\\/
Signature JSQ EE !) y,  Date t(\\ \)\l\A NRMCAJCIR Expiration Date {BC 1805.6.2)
Business Name 1sland Redy Mix Business Telephone 718-816-4547

Business Address 2318 Richmond Terrace Business Fax:
cityStaten Island State NY Zip 10302

1214



135 Storer Avenue » Staten Island, New York 10309

RICHMOND TESTING LAB, INC. ..

s A reclil
Tel: 718.317.2928 | Fax: 718.948.3608 & 4
inspections@RichmondTestingLab.com | www.RichmondTestinglLab.com
REPORT OF CONCRETE TEST RESULTS

Client: 54 Egbert Place LLC Date of Field Sampling:  4/29/2021 *Revised Page: 1 of |

Lab Technician (LT): Amir Siddigi Cert No.: 01177319

Lab Technician (LT): Cert No.:
Project Location: 103-117 Fingerboard Road Specified Psi At 28 days: 4000

Staten Island, NY
Concrete Yardage: 87 Concrete Class: Pump

Test Specimens 4" x8"[ X" | aratsin) 1256 6" x12"[ ] Aeatsaius 2826 | Concrete Lab License No. 17

CONCRETE SAMPLING AND TEST RESULTS CONCRETE SAMPLED & TESTED IN ACCORDANCE WITH ASTM C-31: C-172, C-1064, C-143. C-13%: & C-173 OR C-23]

SLUMP TRUECR TEMP AIR TIME UNIT ey
UNVLINDER No SPREAD () No deg F o WEIGHT PCF NOTES
1000 A-+ 8.3 101 6Y 6.2 9:30 147.7
] A-l H 120 i | 7 11:45 146.1

LABORATORY COMPRESSIVE STRENGTH TEST RESULTS  FESTING AS PER ASTM C-39 & C-617 [] OR €-1231 [J WEGHTS NOTED BELOW ARE LAB UNIT WEIGHTS

7 Day 28 bay 56 Day Other ___Day Other ___ Day Fracture Type (FT):
Mg Dia: 400 AvgDin: _3.99 Avg Dia: 4.00 Avg Dia: —_ _ |AeDim Cone Cone Columnar Dragonal Sudle Fractures
Avg Avea: 12,50 Avg Area: 1250 Avg Arex: |2.56 fvg Area: Avg Area: Type! Type2 Type 3 Type d Typet &
™ ‘:\ DER 1'2.3‘!" ;n [\l(.stT ;'::\ n—:slrI ;:}AD PSI WL'ITN;'(EF frl oot cw.;:msa 1-? ;;Eg ;\,F:,F, '\\;1-95 us-(.l-l:?.«n s w‘fr"‘l';t’;r FTo|ur
4000 A 56721 7 |12.56| 48960 3898 148.3 5| AS
4000 B " " |i12s6| 52000 4140 1483 | ¥ | M
4000 C 52121 28 1250 58740 4699 148.3 y|.
1000 D " "ol 12s50] 58900 4712 1483 2|48
000 024721 56 | 1250 61870 4926 148.3 2| a8
00 | ! "ol12se| 62750 49986 148.3 ol (B
ol A 5621 yi 12.56 40680 3239 148.3 2| As
4001 B " " 1256 43360 3452 148.3 s | as
1001 ¢ 50721 | 28 |1250[ 49000 3920 Mg | |
i1 D " " 1250 50150 4012 148.3 2| As
0 F 624721 6 | 1236 52460 4177 148.3 il as
ol " "op1236| 52700 4196 148.3 ol B

LOCATION/REMARKS:
Footing of the building ( West. Last. South & Northwest Section)
“Low 28 day test results for Sumple #4001 ¢

PRevised 1:27/22- Conected address

Note: See Field Report for more details,

Sampies suitable for testing uniess otherwise noted Results only relate to items inspected and/or tested.
Report cannot be reproduced except in full without prior written approval

" Eemansky. P.E. - Direcior
gistration #263

Richard |
D 30141 l Wmﬂ:%duu%mﬁ&n-IJ{G-NY | Concrete Lab License #17 | NYC Department of Buildings Re,




RICHMOND TESTING LAB, INC. ..

135 Storer Avenue » Staten Island, New York 10309

3k
erijte

()

o Reosteradd

Tel: 718.317.2928 | Fax: 718.948.3608 * Accredited
inspections@RichmondTestinglLab.com | www.RichmondTestingl.ab.com
REPORT OF CONCRETE TEST RESULTS
Client: 54 Lgbert Place LLC Date of Field Sampling: 5772021 *Revised Page: 1| of |

Lab Technician (LT): Amir Siddigi
Lab Technician (LT):

Cert No.: 01177319
Cert No.:

Project Location: 103-117 Fingerboard Road
Staten Island, NY

Specified Psi At 28 days:

4000

Concrete Yardage: 130

Concrete Class: Pump

Test Specimens

4" x 8" m Area (sq.in)  [2.56

6" x IZ“: Area (sq.in) 28 26

Concrete Lab License No. 17

CONCRETE SAMPLING AND TEST RESULTS

CONCRETE SAMPLED & TESTED IN ACCORDANCE WITH AS M C-31, C-172, C-100d, C-143, C-138, & C-173 Ok C-23)

CHEIOER Mo \lfl:l-lf:g.tmn e !;E:I ; - e WEIGHT PCF NOTES
5000 A-F 8.75 104 70 5.5 9:40 144.8
3001 A-F 8.50 108 70 56 11:20 144.6
5002 A-F .75 105 71 6.0 2:15 143.0

LABORATORY COMPRESSIVE STRENGTH TEST RESULTS

TESTING AS PER ASTM (-39 & C-617 OR C-1231 D

WEIGHTS NOTED BELOW ARE LAB UNIT WEIGHTS

T Day 28 Day 56 Day Other__ Day Other __Day Fracture Type (FT):
A D g Ave Din: 4 AvgDia: 49y |AvgDim Avg ia: Cone Come  Columawr  Dwgonal  Side Fragtures
\ve Area: 12 Sp Avg Areas 12 G Avg Area: |2 50 \vg Area: Avg Area: Fype 1 Typel Type 3 Toped TvpeS&o
TN INDTR PATE ST [TavG [ restroap Ps1 UNIT pr | oo [evinoer | pate | TEST [ AVG | TRSTLOAD Bs1 LRI |t
R TESTED AGE | ARl ilbs) WT PCF No TESTED | AGE | AREA (Tbs) WIPCE

SURKE A 314721 % 12.56 48730 3880 143.1 S| as

S8 1256 | 46350 3690 143.1 | e

S000 ¢ 6/4/21 28 | 12.62] 33540 4242 143.1 o s

5000 D " "o 12,62 55200 4374 143.1 i s

000 72121 56 | 12.50 55810 4465 143.1 2| as

SO00 | " " l1250| 57670 1614 143.1 s

S001 A s014721 7 |1256] 39480 3143 143.1 L

S001 B " * [1256| 38900 3097 14310 | 2| as

S001 ¢ 6/4721 28 |1262] 48240 3823 143.1 s

5001 D * o l1ze2| 47890 3795 143.1 o

S0 | 712721 s6 | 1250] 51300 4104 143.1 o

3001 F * |20 53290 4263 430 | Y8

SUU2 A 514221 7 |i12356| 43020 3425 141.4 i

2 B p 1256 | 41640 3315 1414 2| a8

RITRAN 6/421 28 | 1262 50260 3983 141 .4 S| As

R0 1262 51130 4052 SR I

Sou b %2121 So | 12.50) 51920 4154 1414 S| as

S | “liso| 52330 1186 1414 -

i OCATION/REMARKS:
Walls: North side Dy 9-1: West side 1/ A-D; South side A/ 1-4.5, Ramp 7-9/ D-C

Samples 3001 C-D have low 28 day test results
*Revised 1/27/22- Corrected address

Note: See Field Report for more details.

" Stair South west Corner,

)

Samples suitable for testing unless otherwise noted. Results oniy relate fo items inspected and/or fested.
Report cannot be reproduced except in full withcut prior written approval.

D 30141 | Versiond3clioH 222023514 146-

o

.
S A O3S

L

V.

, ')
v A&
mg%éckmyﬁi - Director

NY | Concrete Lab License #17 | NYC Department of BuildingsRegisheatfon #263




RICHMOND TESTING LAB, INC. ..

135 Storer Avenue » Staten Island, New York 10309
Tel: 718.317.2928 | Fax: 718.948.3608
inspections@RichmondTestingLab.com | www.RichmondTestingl.ab.com

REPORT OF CONCRETE TEST RESULTS

Client: 54 Egbert Place LLC Date of Field Sampling:  5/12/2021 *Revised Page: 1 of |
Lab Technician (LT): Amir Siddiqi Cert No.: 01177319
Lab Technician (LT): Cert No.:

Project Location: 103-117 Fingerboard Road Specified Psi At 28 days: 4000

Staten Island, NY -
Concrete Yardage: 32 Concrete Class: Pump

Test Specimens 4" v8"' [ X | amapam) 1256 6" 12| Aveatsains 2826 | Concrete Lab License No. 17

CONCRFETE SAMPLING AND TEST RESULTS CONCRETE SAMPLED & TESTED IN ACCORDANCE WITH ASTM €231, C-172,C-10od, C-143. C-138.& C-173 OR C-23)

X SLUMP TRUCK TEMP AR TIME UNIT NOTES
CNUNDER NG [sprEnDam| Mo dey F P WEIGHT PCF B
3000 A-F 9 a7 78 6.8 2:38 147.4

LABORATORY COMPRESSIVE STRENGTH TEST RESULTS  TESTING AS PER ASTM O304 Col7 [R] OR €121 7] WEIGHTS NOTED BELOW ARL LAB UNIT WEIGHTS

7 Day 28 Day 36 Day Other ___ Day Other ___ Day Fracture Type (FT):
M Dl we i 0| Avg Din: 399 Avg Dia: Avg Dia Cone  Cone Colomear  Diagomal  Side Fractuies
Ave e |2 56 Avg Area: |262 Avg Arvea: 250 [Avg Area: Avg Aren: Typel  Typel Type 3 Typed TvpeS & o
TV TINDER PATL TEST | AvG | TEST LOAD psi UNIT pr | ur fevLinoer DATE TEST | AVG TEST LOAD sl UNIT T lur
o TESTED AGL | arEa (lbs) WT PCF No TESTED | AGE | AREA (hs) WT PCF
A | 51921 7 |1256] 30080 3985 1466 | 5| s
3000 B o L 12.56 49930 3975 146.6 B
M ¢ 6/9/21 2% | 1ne2]  s0000 4754 146.6 K
3000 1 " * |12e2| 57800 4580 146.6 4 ) s
3000 E 717721 36 | 1250 66180 5204 146.6 2] A8
3000 F . * 12.50] 7080 5366 146.6 A B

T OUATTON/REMARKS:

-Sowith Foundation Wall between Gridlines A/4.5-8 e —
<lierior Foundation Wall at Seuth side between Gridlines B/2-4.5 FrAT o qu Lt 4.,:; A
Sample 3000 A-F - Lecation: 1st lift of South Foundation Wall between Gridlines A/4.5-8 A
*Revised 1/27/22- Corrected address WR]E su

] { W 33

LA

i‘ c &

\ & B |
Mote: See Field Report for more details. '.‘“ -2 ’}' ot

Samples suitable for testing unless otherwise noled. Results only relate to items inspected and/or tested. L N ’ / / A3~ <

Va mﬁﬁdﬁﬂsﬂ Thsk?. PE. - Director
D 30141 | Mﬁﬁdmsﬁrﬁoﬂgﬂmsm—l-1h-NY | Concrete Lab License #17 | NYC Department of Buildings Registraftion #263

Report cannot be reproduced except in full without prior written approval




RICHMOND TESTING LAB,INC. .. "

135 Storer Avenue « Staten Island, New York 10309
Tel: 718.317.2928 | Fax: 718.948.3608
inspections@RichmondTestingLab.com | www.RichmondTestingLab.com

s Accredlitec

REPORT OF CONCRETE TEST RESULTS

Client: 54 Egbent Place LLC Date of Field Sampling: 52172021 *Revised Page: 1 of |
Lab Technician (LT): Amir Siddigi Cert No.: 01177319
Lab Technician (L'T): Cert No.:

Project Lecation: 103-117 Fingerboard Road Specified Psi At 28 davs: 4000

Staten Island, NY . : = "
Concrete Yardage: 80 Concrete Class: Fump

Test Specimens 4" x8" [ X | avatains 1256 6" 212" | Avaswin) 2826 | Concrete Lab License No. 17

CONCRETE SAMPLING AND TEST RESULTS CONCRETE SAMPLED & TESTED IN ACCORDANCE WITH ASTM C-31, C-172; C-1064, C-143; C-138. & C-173 OR €271

: SLUMP, | TRUCK TEMP AIR TIME UNIT iOTE:

UNUNDER Ko JopREAD )| Mo deg F e WEIGHT PCF NOTES
S000 A-F 8 162 86 54 1:30 144.74
5001 A-| 9 164 85 4.7 4:00 146,46

LABORATORY COMPRESSIVE STRENGTH TEST RESULTS  TESTING AS PER ASTM €398 (617 nkt-\:irl:' WEIGHTS NOTED BELOW ARF LAB LNIT WEIGHTS

7 Day 28 Dany 56 Day Other __ Day Other ___ Pay Fracture Type (FT):
M b oy Avg Din: 4 0O AvgDia: 40 Avg Dia: Avg Dia: Cone Cane Colinat Disgonal P T
Avpg Aren: |2.30 Avg Ares: |2 356 Avg Area:  |2.62 v Area: Avg Area: Typel Type2 Type 3 Typed
CYLINDER U.i'ff Tl?_q.'l | WG TEST LOAD PS! UNIT FT LY CYLINDER DATE FEST AV&_.‘ TEST LOAD PSI UM'I: T Tl
e TESTED AGE | AREA (Tbs} WT PCF No TESTED AGE | AREA (Ins) WT PCF
S000 A 528121 7 1250 48660 3893 144.8 6 | AS
000 B B “ l12s0] 50020 4002 448 | P | M ]
S000 ¢ 6718721 28 | 1256 60150 4789 144.8 o R
5000 D " "ol1256| 62240 4955 144 .8 2 | A%
oo F 711621 o 1262 67380 5339 144 8 L] oas
S000 F ! "ol12e2| 66530 3272 144.8 K
3001 A 528121 7 |12s50] 42870 3430 1483 s oas
001 B J ? 12.50 43740 3499 1483 s | as
S001 ¢ 618721 28 | 12.56 30030 1983 1483 4] Aas
S0l D . * |1256] 32220 4158 1483 | | S ]
sunl | 71621 S0 | 1262  S4860 1347 148.3 2| as
o0 . s lze2 | sso00 3158 148.3 } | %

LOCATION/REMARKS:

Placement ol Interior Footings and Grade Beam at Sublevel Between Grid Lines #4/B-H. #5/B3-H. #6/B-H. #7/B- (_1 ﬁﬁ/’B fn”’t“?ﬂmWA-B
placement of Foundation Walls Between Grid Lines B/#3. B/#5-B#8. y - :; = by
plucemenit of Grade Beam at Grid Lines F/#3.5-#9 4 ’
Sample-3000-A-F Placement of Fooring Between Grid Lines #9/G-F. #8/G-I'. Grade Beam Between Grid [.mm %—#‘ﬂ

Sample-3001-A-F Placement of Footing Between Grid Lines #5/B-G. Grade Beam Between Grid Lines #4-# 5T, ’,"

*Revised 12722- Corrected address { T
) - . R
Note: See Field Repurt for more details. \ ‘/
Samples suitable for testing unless otherwiss noted. Results only relate to items inspected and/or tested. \'\'; W ]
Report cannot be reproduced except in full withaut prior written approvai. SALAL '
‘*&ir - Direclor

apd s Ley E.
D 30141 | VpesiomIshcicH22RRLES1A-146-NY | Concrete Lab License #17 | NYC Department of Biffdings- \.Ll‘mabi




RICHMOND TESTING LAB, INC. ..

135 Storer Avenue = Staten Island, New York 10309
Tel: 718.317.2928 | Fax: 718.948.3608
inspections@RichmondTestingLab.com | www.RichmondTestingLab.com

REPORT OF CONCRETE TEST RESULTS

Client: 54 Egbert Place LLC Date of Field Sampling:  5/27/2021 *Revised Page: 1 of |
Lab Technician (LT): Amir Siddiqi Cert No.: 01177319
Lab Technician (LT): Cert No.:

Project Location: 103-117 Fingerboard Road Specified Psi At 28 days: 4000

Staten Island, NY
Concrete Yardage: 39 Concrete Class: Punp

Test Specimens 4" 8" [ X | avapqeims 1256 6"x12"[___| Areatsains 2334 | Concrete Lab License No. 17

CONCRETE SAMPLING AND TEST RESULTS CONCRETE SAMPLED & TESTED IN ACCORDANCE WITH ASTM €31, (-1 72, C-1 064, €143, €-138, & 173 OR C-23)

. sLump: | TRUCK TEMP AIR TIME uNIT .
CVUNDER Na  lspREAD ()| No dey F " WEIGHT PCF HOTES
S0 A= 8 34 117 80 53 345 147.0

LABORATORY COMPRESSIVE STRENGTH TEST RESULTS  TESTING AS PER ASTM (-39 & C-617 [ OR C-1231 [:] WEIGHTS NOTED BELOW ARE LAB UNIT WEIGHTS

7 Day 28 Day 56 Day Other __ Day Other  Day Fracture Type (FT):
Ave e 340 Avg b 100 AvgDia: 4.0 Avg Dia: Avig Dia: Cene Cone Colemnar Diagonal Side Fraciures
Ave Arvea: |D Sy Avg Area: |0 SR Avg Arex: |2 /2 v Area: Avg Area: Type 1 Type? Type 3 Type 4 Tupe L& &
5 1P OER DATE TEST | .\G | TEST LOAD P51 UNIT erl e fevimok DATE TEST | AVG | TESTLOAD P UNIT o
N resite ot AREA {fhss W PCH No TESTED AGE AREA ilbs) WT PCF

4000 A 61321 7 12.56 55760 439 146.6 2 | AS

HIK) B X * |i2se]| 54220 4317 146.6 3 s

HIO0 € 6/24/21 2% |1256] 63480 5213 146.6 | As

i 1 . 1256 | 65400 5207 146.6 AS

HHu | 7122121 56 | 1262 68400 5420 146.6 2| As

oo | " " 12.62 67700 5365 146.0 Ll e

LOCATIONREMARKS:

Walls p.
North sude berween column lines A/'7-9 A
Suuth side between cotumn lines 9/ A-C

=*Revised 112722« Corrected address 3
o |

Note: See Field Report for more details. “ q
Samples suitable for testing unless otherwise noted. Results only relate to items inspected and/or tested.

Report cannot be reproduced except in full without prior written approval. g T '
D 30141 | !ﬁﬁéﬂm&&itﬂm‘ksm-l 46-NY | Concrete Lab License #17 | NYC Department of Blﬁﬁing{ﬁéﬁﬁﬁtﬁrﬁ ﬂ-26.3




RICHMOND TESTING LAB, INC. ..

135 Storer Avenue « Staten Island, New York 10309

Tel: 718.317.2928 | Fax: 718.948.3608 o e
inspections@RichmondTestinglLab.com | www.RichmondTestinglab.com
REPORT OF CONCRETE TEST RESULTS

Client: 34 Cgben Place L1LC Date of Field Sampling: 102121 *Revised Page: 1 of |

Lab Technician (LT): Amir Siddigi Cert No.: 01177319

Lab Technician (LT): Cert No.:
Project Location: 103-117 Fingerboard Road Specified Psi At 28 days: 4000

Staten Island, NY - .
Concrete Yardage: 75 Concrete Class: Pump

Test Specimens 4" x8"[ X | avencsiny 1256 6" 512" ] Amasains 2826 | Concrete Lab License No. 17
CONCRETE SAMPLING AND TEST RESULTS CONCRETE SAMPLED & TESTED IN ACCORDANCE WITH ASTM €-31, €-172, C- 1664, C-143, C-138, & T-173 OR €231

5 . SLUMP / TRUCK TEME AR TIME UNIT -
CYLINDER No SPREAD (1n} Na deg F o, WEIGHT PCF HOTES
4000 A-F 9.00 104 68 7 11:30 142.6
1001 A-F §.50 110 72 7.2 1:15 139.6

LABORATORY COMPRESSIVE STRENGTH TEST RESULTS  TESTING AS PER ASTM C-39 & Coo17 [N] OR L“-?-FID WEIGHTS NOTED BELOW ART LAB UNIT WEIGH TS

7 Day 28 Day 50 Day Other___Day Other ___Day Fracture Type (FT):
e 399 AveDie: 50 AveDia: 400 Ave Diw: Avg Dis: Cone  Come  Columnar  Dugonal  Stde Fracies
AT T o ] Avg Arens | 56 AvgAvea: |1 56 fivg Avear Avp Ared: Type | Type2 Type 3 Type 4 Typei & o
T [ ] M | e [ [ [AR] ] [ | [

HOUUA 1072821 7 1250 36280 2002 139.7 3 | as

douuB " " 11250] 36010 2881 139.7 ) K

4000C 11821 | 28 |1236) 41620 3314 139.7 3| A8

40000 n v l12356| 42080 3350 139.7 5| as

4000E 12116721 56 |12.56] 44110 3512 139.7 5] As

H000F 4 11256 43810 3488 139.7 e

W01A 10728721 7 |1250] 42430 3394 136.2 2| A8

40018 " " 12.50 40820 3266 1362 5] As

WOIC | 121 | 28 1256 48530 3864 1362 | 2| M 1

HUED " " l12se| 45970 3660 136.2 i

EHTLE 12/1621 S6 [ 1236 51210 3077 1362 2| AS

HOIF - = l12s6| 50330 4007 1362 | 2 | *

LOCATION/REMARKS:

Slab on grade at Column Lines B-C/1-9

Low 28 day test results

Low 36 day test results for samples 4000 E & 4000 F
*Revised 1/27.22- Corrected address

Note: See Field Report for more details.

Samples suitable for testing unless otherwise noted. Resuilts only relate to items inspected and/or tested.

Report cannct be reproduced except in full without prior written approval ‘/ kN w:ﬁ}' gil) IL’ a s
; Richard H. Lemansky. P.L. - Dirccion
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